To: Hoppe, Michael[Hoppe.Michael@epa.gov], Vaughn, Stephanie[Vaughn.Stephanie@epa.gov]}
Cc: BudneySL@cdmsmith.com[BudneySL@cdmsmith.com];
Gary.Foster@CH2M.com|[Gary.Foster@CH2M.com];

George.Hicks@CH2M.com[George. .Hicks@CH2M.com};
James.Brinkman@CH2M.com[James.Brinkman@CH2M.com]; John Rolfefjrolfe@demaximis.com];
Willard Potter[otto@demaximis.com}; Robert Law|rlaw@demaximis.com}

From: Stan Kaczmarek

Sent: Wed 11/13/2013 4:16:12 PM

Subject: Fwd: Type A/B Armor Stone Petrographic Analysis RFI

SubmittalRFI 005-PetrographicTestingofAmorStone. pdf

ISRM Petrographic Description.pdf

Petrography.pdf
FW Geotechnical Testing for Lower Passaic River.txt

Stephanie and Mike,

CH2M HILL wishes to approve the attached request from Great Lakes for an alternative method
of Petrographic Examination of the Armor Stone. CH2M HILL has determined that the attached
method will provide similar results to the Final Design's requirement for petrographic
examination by ASTM C 295.

Please let me know if EPA has any questions or concerns.

Stan

Stan Kaczmarek, PE

de maximis, inc.

186 Center Street, Suite 290
Clinton, NJ 08809

(0) (908) 735-9315
(C) (973) 978-9621

>>>(On 10/23/2013 at 4:28 PM, in message
<ICC21EBO02F7067498B4A39A010CC3FE7203CDB7A@DRMAIL . internal gldd.com>,
<TKing@gldd.com> wrote:

Gary,

Please find attached a RFI and supporting
documentation for consideration of an
alternative method of Petrographic
Examination which the lab feels is more
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suitable to our intended use of the stone.
Please review and comment. Thanks

Todd

Todd King

Senior Project Manager

Great Lakes Dredge and Dock, LLC
2703 Richmond Terrace

Staten Island, NY 10303

Cell 630.272.6494
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